Sobh Parsian Steel Industry Group Company 
Rolling and Pipe Factories  (Mashhad Branch)
Steel Pipes Internal Surfaces Insulation from the Size of 20 to 100 inches with Solvent Free 2-part Epoxy Coating
Standard of Application of Internal Coating
According to AWWA C210-97, BS 6920 and API-RP L2 standards  and customer requirements steel pipes internal coating can be performed.
Sequence of Internal Coating Application
√Water wash and preheating
√Mechanical blasting with metal abraider to reach brightness level of Sa 2 1/2
√Applying internal coating with solvent free 2-part epoxy by hot airless spraying
√QC. Control
√Curing
√Inspection and penetration test by Holiday device for all pipes
√Final control and marking
√Laboratory tests
√Issuing certificate  (quality report)

